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WEAKENED PLANE JOINT

Concrete shall be class 'A' or an approved 3000 PSI mix with a light broom finish.

Dowels shall be used only when the curb is constructed before the contiguous
sidewalk (Std. Drawing Nos. 425, 426 and 427). Bar spacing shall be 1' each side of
the weakened plane joint and on 5' 6" max. canters.

Weakened Plane Joints shall be constructed at ends of curb returns, curb inlets, other
structures and at 12' intervals except in driveway sections. Joints shall maich

adjacent improvemeants.

Aggregate base thickness shall be 6" or shall be determined by the extention of the
subbase line under the curb, whichaver is greater.
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